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Inside-out MRI
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Magnetic field maps during discharge
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Samsung battery defects 
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Current Distribution
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Current Imaging
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Single Point Imaging (SPRITE)
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Ultrafast Cell 
Classification with 
NMR
• Cell classification in under 

one second.

• SOC follows unique 
classifiable path.

• Each cathode material 
follows unique trajectory

Batt&Supercap 2020
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AC imaging: 
synchronized MRI acquisition
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Magnetometry
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Magnetometry
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Magnetometry: diagnosing transient currents

Hu et al. PNAS 2020



NV-center-based 
battery diagnostics
Zhang et al, Appl. Sci. 2021
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Commercial-type 
cell analysis
•SOC
•SOH
•Current distribution

“In real life”
Inside-out MRI
Magnetometry
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